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Abstract
The quality and surface integrity of machined parts is influenced by residual stresses in the subsurface resulting from cutting 
operations. These stress characteristics can not only affect functional properties such as fatigue life, but also the process forces 
during machining. Especially for orthogonal cutting as an appropriate experimental analogy setup for machining operations 
like milling, different undeformed chip thicknesses cause specific residual stress formations in the subsurface area. In this 
work, the process-related depth profile of the residual stress in AISI 4140 was investigated and correlated to the resulting 
cutting forces. Furthermore, an analysis of the microstructure of the cut material was performed, using additional characteri-
zation techniques such as electron backscatter diffraction and nanoindentation to account for subsurface alterations. On this 
basis, the influence of process-related stress profiles on the process forces for consecutive orthogonal cutting strategies is 
evaluated and compared to the results of a numerical model. The insights obtained provide a basis for future investigations on, 
e. g., empirical modeling of process forces including the influence of process-specific characteristics such as residual stress.

Keywords Machining · Surface integrity · Residual stress · Process forces · Finite element method (FEM)

1 Introduction

Process forces occurring in machining operations such as 
milling are decisive for, e.g., the progress of tool wear [1] or 
the occurrence of dynamic effects like regenerative chatter 
[2]. A precise calculation of the process forces is necessary 
in order to predict these effects as a means of improving 
machining operations [1, 3]. For this purpose, empirical 
models can be used by considering the material removal pro-
cess based on a geometric analysis of the tool engagement 
[4, 5]. By applying, e. g., geometric physically-based simula-
tion systems, an efficient evaluation of complex machining 
strategies with respect to forces and occuring deflections 
is possible [3]. The chip formation process is not consid-
ered on a local scale within the process model of theses 
simulation systems. Suitable means for a detailed analysis 
of the chip formation are for instance analytical models [6] 

or constitutive material models using a finite element (FE) 
simulation [7, 8].

A characteristic of these empirical models is the assump-
tion of a homogeneous behavior of the workpiece material. 
Therefore, the influence of subsurface alterations generated 
by preceding cuts on the process forces is not considered 
explicitly in such models. However, process-related changes 
of subsurface characteristics can have a significant effect on 
subsequent cuts and the corresponding process forces [9]. To 
account for this effect of material history, an approach was 
presented to improve the evaluation of cutting forces using 
an extended process model of a geometric physically-based 
simulation system [9]. The influence of specific subsurface 
alterations on the resulting process forces, in particular the 
formation of residual stress as an important characteristic 
[10, 11], was not considered in this context. Previous studies 
have focused, for instance, on the stress formation resulting 
from consecutive cutting strategies [12, 13], rather than on 
its contribution to the cutting forces of the respective cuts. To 
address this knowledge gap, cutting experiments were con-
ducted within the scope of this study to indentify the effect 
of residual stress characteristics on process forces. Hereby, 
the resulting depth profile of the residual stress formation 
was analyzed for different undeformed chip thicknesses, 
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which have a significant influence particularly on the com-
pressive stress profile [14]. For a fundamental investigations, 
orthogonal cutting experiments were conducted as a suitable 
analogy setup. Scanning electron microscopy (SEM) and 
electron backscatter diffraction (EBSD) measurements of the 
cut workpiece material were performed as well as nanoin-
dentation tests to provide a more extensive characterization 
of the subsurface, which is relevant for the correlation of 
residual stresses and cutting forces. The resulting insights 
provide a basis for future investigations on empirical mod-
eling of process forces taking into account the influence of 
residual stress. In this regard, the use of numerical simula-
tions is an effective tool to augment the experimental data set 
and to consider different process scenarios. Consequently, a 
numerical model was set up and compared to the experimen-
tal results in order to evaluate its basic ability to simulate the 
identified effect of material history.

2  Experimental procedure

In order to analyze the influence of process-related residual 
stress, cutting experiments consisting of sequences of con-
secutive orthogonal cuts were conducted (Sect. 2.1). For 
this purpose, a modular cutting system was used to ensure 
a high reproducibility of the experiments without a signifi-
cant influence of disturbing dynamic effects [15]. The depth 
profiles of the residual stress were measured for machined 
workpiece samples by using electrolytic etching to remove 
a defined material layer and X-ray diffraction to detect the 
stress state. The use of SEM and EBSD measurements and 
nanoindentation tests as additional characterization tech-
niques provided information on process-related changes in 
the microstructure of the workpiece (Sect. 2.2).

2.1  Preparation and conduction of cutting 
experiments

The consecutive cutting strategy conducted in the experi-
ments is illustrated in Fig. 1a. The initial cut was carried 
out with an undeformed chip thickness of h = 150 μm 
and 210 μm , respectively, which correspond to applicable 

thicknesses with regard to roughing processes in milling. In 
analogy to finishing processes, cuts with a smaller thickness 
of h = 70 μm were conducted subsequently. The experimen-
tal setup is presented in Fig. 1b.

The cutting element used as a tool was manufactured from 
the high-speed steel (HSS) AISI M2 and heat treated in a 
vacuum furnace. The tool blank was quenched from 1220 ◦C 
with nitrogen gas at a pressure of 3 bar and consequently 
tempered three times at 560 ◦C in a nitrogen gas atmosphere. 
As a result, a completely martensitic microstructure with a 
secondary maximum hardness of 860 HV 30 was formed. 
After grinding the initial shape, the cutting edge micro shape 
was prepared by wet abrasive jet machining resulting in a 
form factor of K = 1 and a radius of r� = 20 μm . The work-
piece samples were made from AISI 4140 flat steel, which 
was austenitized in an inert gas atmosphere at 850 ◦C and 
hardened in water. Subsequently the samples were tempered 
at 540 ◦C for two hours and air-cooled. Through this heat 
treatment a microstructure of relaxed martensite with a 
hardness of 380 HV 30 was achieved. Afterwards, the sam-
ples with a length of lc = 100mm were ground to the final 
width of b = 3mm . The process forces occurring during the 
orthogonal cuts were measured using a dynamometer of the 
type Kistler 9257B, a charge amplifier of the type Kistler 
5070A and the analysis system LDS Dimension 4i. The tool 
and process parameter values used in the experiments are 
listed in Table 1.

Fig. 1  Illustration of the 
consecutive orthogonal cutting 
strategy (a) and the experimen-
tal setup (b)

Table 1  Tool and process parameter values of orthogonal cutting 
experiments

Cutting edge radius rβ 20 μm

Form factor K 1
Rake angle � 7.5◦

Flank angle � 5◦

Undeformed chip thickness h 70, 150, 210 μm

Cutting velocity vc 60mmin−1

Width of cut b 3mm

Length of cut lc 100mm
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2.2  Characterization of residual stress

The residual stress measurements were conducted with a 
X-ray diffraction detector of the type μ-X360 by Pulstec 
Industrial Co., Ltd., which uses the single incident angle 
X-ray exposure method ( cos �-method [16]). CrKβ-radiation 
was emitted with a tube voltage of 30 kV using a collimator 
with a diameter of 0.3mm . The incident angle was 35◦ at a 
working distance of 39mm . In order to determine the depth 
profile of the process-related residual stress, a consecutive 
removal of a defined amount of workpiece material was 
necessary. Therefore, an electrolytic polishing machine of 
the type LectroPol-5 by Struers GmbH with an A2 etch-
ant (70% ethanol, 12% distilled water, 10% 2-butoxyetha-
nol, 8% perchloric acid) and an etching voltage of 12V was 
used. A linear correlation between the exposure time and 
the material removal was identified. The exact thickness of 
the removed material layer was quantified by measurements 
with a confocal laser scanning microscope (CLSM) of the 
type VK-X200 by Keyence.

In preparation for the SEM and ESBD measurements, 
the samples were embedded in epoxy resin, ground and sub-
sequently polished using a vibratory polisher of the type 
Saphir Vibro by ATM and MasterMet by Buehler as a final 
polishing suspension to achieve the required surface qual-
ity. The optical analysis was performed using a scanning 
electron microscope of the type Mira 3 by Tescan with the 
SE contrast and a voltage of 20 kV . For EBSD imaging a 
NordlysNano detector was used.

The nanoindentation tests were conducted with an iMicro 
Nanoindenter by Nanomechanics, Inc. with a diamond Berk-
ovich indenter [17] and a load of 10mN . The indents were 
placed in tilted rows, resulting in a distance between the 
indentation points of 1 μm perpendicular to the cut surface 
of the sample (Fig. 2). The hardness was evaluated using the 
method of Oliver and Pharr [18].

3  Experimental results

The influence of preceding cuts on the process forces of 
subsequent cuts and a correlation of this effect with regard 
to the process-related residual stress formation is described 
in Sects. 3.1 and 3.2. For this purpose, the stress state paral-
lel to the cutting direction �

��
 was measured and analyzed. 

An microstructural characterization of the subsurface is pro-
vided in Sect. 3.3.

3.1  Process forces

The process forces of an exemplary sequence of five 
consecutive orthogonal cuts are depicted in Fig. 3. The 
defined cutting velocity led to the formation of continuous 
chips, which is also indicated by the steady force signal 
of the measurements. It was observed that the second cut 
had significantly lower cutting and normal forces than the 
following cuts, although the defined values of the unde-
formed chip thickness were the same. After the second cut, 
the process forces resemble each other closely. In order to 
verify the systematic characteristic of this effect, several 
sequences of consecutive cutting experiments were con-
ducted and the averaged force of each cut was determined. 
For this purpose, an interval was defined which covers a 
cutting path of 70mm length.

Fig. 2  Positions of the indentation points along the cut surface

c
c

c
c

c

b

a

Selected interval
for averaging

Fig. 3  Process forces in cutting (a) and normal direction (b) for a 
sequence of consecutive orthogonal cuts. The initial cut was con-
ducted with an undeformed chip thickness of h = 210 μm , the subse-
quent cuts with 70 μm
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The resulting averaged process forces in cutting and 
normal direction are depicted in Fig. 4 for five cutting 
sequences, which consisted of five consecutive orthogonal 
cuts each. The corresponding values of the undeformed 
chip thicknesses were defined as in the experiments shown 
in Fig. 3. The cutting and normal forces measured dur-
ing the second cut were significantly lower compared to 
the subsequent cuts, in which the forces converged to a 
constant level. This level is indicated by the grey dotted 
line, which corresponds to the mean value of the last cut. 
Additionally, an increase of the process forces particularly 

in normal direction is apparent as the number of conducted 
cuts increased. This was caused by initial wear progres-
sions of the tool, which occurred during the first engage-
ments of the cutting edge [19]. Nevertheless, a decisive 
influence of the first cut on the subsequent cut is evident. 
With regard to the measured process force of the third cut, 
a systematic influence by the initial cut is not obvious.

In order to quantify the decrease of the process forces 
after the initial cut and to assess the influence of the unde-
formed chip thickness on this effect, the averaged cutting and 
normal forces of four cutting sequences consisting of five 
orthogonal cuts each were determined, see Fig. 5. To reduce 
the influence of the initial tool wear progression on the 
averaged process forces, the first cutting sequence was not 
included. Since the last cut of a sequence is unlikely to be 
influenced by the initial cut, the averaged forces of the fifth 
cut were used as a reference value to quantify the decrease of 
the forces after the initial cut. In this regard, the cutting and 
normal forces of the second cut were 11% and 12% smaller, 
following an initial cut with an undeformed chip thickness of 
h = 150 μm . This effect amplified with a higher undeformed 
chip thickness in the initial cut of h = 210 μm , leading to 
higher process forces during the initial cut, while the cutting 
and normal forces decreased by 16% and 14% in subsequent 
cutting operations. After the second cut, the process forces 
converged to a nearly constant level. An examination of the 
process-related residual stress as an important characteristic 
of subsurface alteration and its correlation to the identified 
effect on process forces is provided in the following.

3.2  Depth profiles of residual stress

The depth profiles of residual stress resulting from the first 
three cuts of a consecutive orthogonal cutting strategy are 
illustrated in Fig. 6. The depicted mean value and standard 

a

b

Fig. 4  Average values of the cutting force (a) and the normal force 
(b) for five sequences of consecutive orthogonal cuts. The initial cut 
was conducted with an undeformed chip thickness of h = 210 μm , the 
subsequent cuts with 70 μm
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Fig. 5  Averaged process forces of four sequences of consecutive 
orthogonal cuts. The initial cut was conducted with an undeformed 
chip thickness of h = 150 μm and 210 μm , respectively. The fifth cut 
is used as a reference value

Fig. 6  Depth profiles of residual stress measured in cutting direction 
indicating the mean value and corresponding standard deviation for 
each experimental point. The initial cut was conducted with an unde-
formed chip thickness of h = 150 μm
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deviation for each experimental point were calculated from 
the results of four single measurements. After the initial cut 
with an undeformed chip thickness of h = 150 μm , tensile 
residual stresses of up to �

��
≈ 400MPa were generated at 

the surface. At a depth of z ≈ 34 μm , a compressive stress 
state was present. The maximum compressive stress value 
of �

��
= −169MPa was reached at a depth of z ≈ 53 μm . 

The compressive stress diminished significantly at a depth 
of z ≈ 68 μm and converged to zero at z ≈ 87 μm resulting in 
a thickness of the compressive layer of approx. 56 μm . This 
characteristic profile consisting of tensile residual stresses 
at the surface, which change to compressive stresses with 
increasing depth, is reported in literature for orthogonal 
cutting of quenched and tempered steel [20]. In the experi-
ments, the compressive layer was almost entirely removed in 
the subsequent cut, due to the undeformed chip thickness of 
h = 70 μm . The residual stress profile resulting from the sec-
ond cut displayed slightly higher tensile stresses at the work-
piece surface. Hence, an influence of the undeformed chip 
thickness on the heat generation at the workpiece surface, 
which is strongly effected by friction [14], is not apparent. 
The transition into compressive stress occurred at a lower 
depth of z ≈ 24 μm compared to the stress profile generated 
by the initial cut. The maximum value of compressive stress 
was significantly smaller and amounted to �

��
= −23MPa at 

a depth of z ≈ 30 μm . Since the depth profiles of the stress 
resulting from the second and the third cut resemble each 
other closely, the influence of the first cut appears to be 
limited to the second cut, which is in accordance with the 
results of the force measurements, see Fig. 5. Therefore, the 
machining of the altered workpiece material layer generated 
by the initial cut led to a decrease of the process forces in 
the subsequent cut.

Additionally, a higher chip thickness of h = 210 μm in the 
initial cut resulted in a stress formation with similar tensile 

stresses and significantly higher compressive stress values of 
up to �

��
= −257.5MPa compared to a cut with a thickness 

of h = 150 μm , see Fig. 7. This can be explained primarily 
by an increase of the process forces, which led to higher 
compressive mechanical loads acting on the workpiece [14]. 
The depth profile measured after the second cut subsequent 
to a cut with h = 210 μm was similar to the measurements 
of the subsequent cuts depicted in Fig. 6 whereas the tensile 
stress measured in the third cut appeared to be an outlier. 
In general, higher uncertainties of the XRD measurements 
could be observed in the presence of large stress gradients, 
as is particularly the case for the tensile stress layer. Since 
the machining of the stress layer generated by the initial cut 
with h = 210 μm led to a stronger decrease of the process 
forces in the subsequent cut, the residual stress formation, 
particularly the compressive layer, may have contributed 
significantly to this effect. In this regard, a microstructural 
characterization of the subsurface area resulting after the 
described cutting processes was conducted to examine the 
occurrence of microstructural alterations due to plastic 
deformation, possibly influencing subsequent cuts.

3.3  Microstructural characterization 
of the subsurface

In order to characterize the microstructure of the subsurface, 
SE micrographs of a cross-sectional area of the cut sample 
( h = 210 μm ) used in the residual stress measurements (see 
Fig. 7) are depicted in Fig. 8. Due to the heat treatment 
described in Sect. 2.1, a homogeneous microstructure of 
relaxed martensite was formed (Fig. 8a). An alteration of 

Fig. 7  Depth profiles of residual stress measured in cutting direction 
indicating the mean value and corresponding standard deviation for 
each experimental point. The initial cut was conducted with an unde-
formed chip thickness of h = 210 μm

Fig. 8  SE micrograph of the cross section of a machined sample 
( h = 210 μm ) parallel to the cutting direction at different magnifica-
tion levels (a–c)
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the microstructure of the material close to the cut surface 
is not visible, as there was, e.g., no detectable alignment 
of grains in shearing direction parallel to the surface due to 
the cutting motion, which would indicate severe material 
deformation [21].

Additionally, EBSD measurements were conducted to 
generate inverse pole figure (IPF) maps, which provide infor-
mation on the orientation, size and distribution of grains. On 
this basis, the subsurface can be investigated with regard to 
the occurrence of effects such as plastic deformation or grain 
refinement due to the cutting process [10]. An IPF map of the 
cross-sectional area of the sample ( h = 210 μm ) is depicted 
in Fig. 9. The IPF map displays a number of longer grains 
up to a depth of about z = 30 μm . Some of these grains are 
orientated normal to the cut surface. Below this area, the 
microstructure consisted of smaller grains. These local dif-
ferences could be a result of prior forming processes and the 
conducted heat treatment. Substantial plastic deformations 
due to the cut such as elongated and distorted grains oriented 
in shearing direction were not apparent. Only a refinement 
of grains at the surface down to a depth of z ≈ 5 μm could 
be observed. With the exception of grain refinement at the 
surface, a significant alteration of the microstructure in the 
subsurface due to the cutting process could not be observed 
for the conducted cutting processes with h = 70 μm , 150 μm 
and 210 μm by means of SEM and EBSD measurements.

As an additional characterization technique, nanoin-
denter tests were conducted to investigate the occurrence of 
process-related alterations by evaluating the hardness of the 
microstructure. In this context, the normalized hardness of 
the machined workpiece shown in Fig. 9 and a sample cut 
with h = 70 μm is depicted in Fig. 10 as a function of depth 
from the cut surface. The measurements were performed 

up to a depth of z = 100 μm and 50 μm below the machined 
surface. For the sample machined with an undeformed 
chip thickness of h = 70 μm , no significant variation of the 
measured hardness was apparent towards the cut surface. An 
influence of the residual stresses present in the subsurface 
in the form of tensile stress and minor compressive stress 
(see second cut in Fig. 7) on the measured hardness is not 
evident. Likewise, the hardness measurements of the sample 
machined with an undeformed chip thickness of h = 210 μm 
display no systematic deviations as a function of the depth. 
An effect of the measured compressive stresses of up to 
�
��
= −257.5MPa at a depth of z = 49 μm (see first cut in 

Fig. 7) cannot be identified. The results of the nanoindenta-
tions are consistent with the observations made on the basis 
of SE micrographs and IPF maps. According to these, no 
significant, profound microstructural alterations or strain 
hardening, which can be correlated to an increased hard-
ness in the subsurface [22], occurred due to the cutting pro-
cess. Therefore, process-related residual stress formations 
apparently contribute significantly to the decrease of process 
forces in subsequent cuts.

Regarding the nanoindentation tests, the effects of resid-
ual stress on the measurements are described as small, rarely 
leading to a variation of hardness of more than 10% in case 
of an uniaxial loaded specimen [23]. Accordingly, tensile 
stress is likely to lead to a decrease in hardness and com-
pressive stress to an increase. A variation of this scale could 
not be identified from the measured hardness depicted in 
Fig. 10 considering the present standard deviation of the 
measurements.

Fig. 9  IPF map of the cross section of a machined sample 
( h = 210 μm ) parallel to the cutting direction

Fig. 10  Normalized, averaged hardness and corresponding standard 
deviation as a function of depth from the cut surface
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4  Numerical model of consecutive 
orthogonal cuts

Based on the presented results, a consideration of material 
history for the evaluation of process forces is beneficial. 
In this context, the application of FE simulations can be 
useful for a specific analysis of this effect. FE models have 
been widely applied to determine residual stress in machin-
ing operations [24]. In literature, however, only few studies 
can be found, which explicitly addressed the formation of 
residual stresses generated by consecutive cuts [25–27] or 
its effect on the process forces of consecutive cuts [28, 29]. 
The influence of initial stress on the cutting forces was also 
investigated using a numerical simulation [30]. In this work, 
the orthogonal cutting process was simulated using the com-
mercial FE software Abaqus/Explicit and the Coupled Eule-
rian-Lagrangian (CEL) method as a modelling approach. 
The workpiece model was described by an Eulerian and the 
tool by a Langrangian formulation using coupled tempera-
ture-displacement elements. An advantage of this approach 
is the unrestricted movement of material through the Eule-
rian domain as a result of contact with the tool [31]. There-
fore, effects like mesh distortions due to increasing material 
deformation, which can be critical for modelling the chip 
formation process, can be avoided. The use of techniques 
such as remeshing [32, 33] and element deletion [34], nec-
essary to cope with the resulting numerical inaccuracies, 
are not required. The CEL method was applied in recent 
times to model orthogonal metal cutting [35, 36], which is 
characterized by large strains as well as high strain rates and 
temperatures. Its applicability has been demonstrated by a 
comparison with other commonly used modeling approaches 
such as the Arbitrary Eulerian-Lagrangian (ALE) formu-
lation using different commercial software for FE analysis 
[37]. Furthermore, the CEL method was adopted to model 
machining processes such as single grain cutting [38] and 
friction experiments [39]. An evaluation of the basic abil-
ity of the model to analyze the effect of material history by 

reproducing process-related residual stresses and their effect 
on the process forces is subject of this section.

The model consisted of 3D elements of the type 
EC3D8RT with one element in lateral y-direction with a 
width of 20 μm . The area below the workpiece surface was 
meshed with elements of the size of 10 μm down to a depth 
of h + 200 μm in z-direction, depending on the defined 
undeformed chip thickness h. The area above the workpiece 
surface was meshed with elements of gradually increasing 
length from 15 μm up to 100 μm (see Fig. 11).

Its height depended on the defined undeformed chip 
thickness. Therefore, the amount of elements and the result-
ing computing time could be reduced while preserving a 
sufficient modeling of the chip formation process, which is 
essential for the formation of residual stress in the subsur-
face. As a result, a maximum number of 32160 elements 
were generated. In order to ensure plane strain cutting con-
ditions, the displacement in lateral direction of the nodes in 
the Eulerian domain was constrained. Both, the workpiece 
and the tool, were initially assigned the ambient temperature 
of 293.15K.

A constant sink temperature of 293.15K was defined on 
the surfaces of the tool opposite the flank and rake face as 
well as on the bottom side of the workpiece to represent 
the conduction of heat in the workpiece and the tool during 
cutting. The constitutive law by Johnson and Cook (JC), 
which can be used to describe metal machining operations 
with high strain rates [8], was applied to model the material 
response during the cutting process. The yield stress was 
determined as

with the temperature T, the equivalent plastic strain �p , the 
equivalent plastic strain rate �̇�p , a reference temperature T0 
and the melting temperature Tm of the workpiece material. 
The parameter A, B and n were determined by conduct-
ing tensile tests with a defined reference strain rate �̇�0 . The 
parameter C and m were identified by performing experi-
ments using a Split Hopkinson Pressure Bar (SHPB) setup 
[40] at different strain rates and temperatures. All parameter 
values were determined using common methods of regres-
sive analysis (i.e. bounded BFGS optimization schemes) 
[41].

To account for the elastic behavior of the HSS tool, which 
has a significantly lower Young’s modulus compared to, e. 
g., cemented carbide, it was modeled as an elastic body and 
meshed with 101 elements of the type C3D8RT. The param-
eter values used for the numerical simulation are listed in 
Tables 2 and 3. The contact between the tool and the work-
piece was modeled using the Coulomb friction law with a 
velocity-dependent coefficient, calculated as

(1)𝜎y =
(

A + B𝜀n
p

)

(

1 + C log
�̇�p

�̇�0

)(

1 −

⟨

T − T0

Tm − T0

⟩m)

Eulerian domain

Void

vc

4.0 mm

1.
0 

m
m

a

Tool

Workpiece material

b

y x
z

Fig. 11  FE model (a) and its initial mesh (b). The cutting motion was 
carried out by the tool, the workpiece was fixed
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with vs in m∕min−1 . The coefficients were determined from 
friction experiments using a modular cutting system [15], 
which followed an approach presented by Puls et al. [39] 
and showed a significant velocity dependency. The ine-
lastic heat fraction, which specifies the amount of plastic 
work converted to heat, was set to � = 0.9 . A thermal con-
ductance between the tool and the workpiece was applied 

(2)�(vs) = 2.1646 ⋅ vs
−0.42

in the presence of contact pressure using a coefficient of 
�t,wp = 1000 kW∕(m2K) [42]. 

In order to evaluate the basic ability of the FE model to 
simulate the effect of the material history, two exemplary 
process strategies were simulated including an orthogonal 
cut with an undeformed chip thickness of h = 70 μm (ref-
erence cut) as well as two consecutive cuts. Since larger 
undeformed chip thicknesses in the first cut led to an 
enhanced decrease of the process forces in the subsequent 
cut, a first cut with h = 210 μm followed by a cut with 70 μm 
was conducted as the application scenario. A stress relaxa-
tion step including a heat transfer between the workpiece 
and the ambient air by convection using an coefficient of 
�c = 20 kW∕(m2K) [44] was performed between the two 
cuts. Prior to this step, the tool was disengaged from the 
workpiece to eliminate the influence of tool contact on the 
stress state [24]. According to the experiments conducted, 
the cutting velocity was set to vc = 60m min−1 . The shape of 
the cutting edge corresponded to the tool used in the experi-
ments (see Table 1).

Six paths were defined equidistantly within a 1mm wide 
interval depicted in Fig. 12a in order to extract the principal 
stress at the integration points in cutting direction. The inter-
val had a distance of 0.75mm from the chip root to ensure 
a more stationary stress gradient and a representative result. 
The simulated stress distribution of the machined workpiece 

Table 2  Material properties of HSS (AISI M2)  [43] and AISI 4140 
used for the numerical simulations

Young’s modulus (E) AISI 4140 231.752 GPa
HSS 210 GPa

Poisson’s ratio ( �) AISI 4140 0.3
HSS 0.3

Density ( �) AISI 4140 See Table 3
HSS 8150 kgm−3

Specific heat ( cp) AISI 4140 See Table 3
HSS 550 J∕(kgK)

Conductivity ( �) AISI 4140 See Table 3
HSS 21.3W∕(mK)

Expansion ( �) AISI 4140 13 × 10−6K−1

HSS 11.9 × 10−6 K−1

JC model parameter A 1010.439MPa

(AISI 4140) B 510.898MPa

n 0.1490
C 0.0155
m 1.4629
�̇�0 0.00033 s−1

Tm 1793.15 K
T0 298.15 K

Table 3  Measured density, specific heat and conductivity values of 
AISI 4140 as a function of the temperature

Temperature  
K

Density  
kgm−3

Specific heat 
J∕(kgK)

Conductivity 
W∕(mK)

293.15 7832.8 460 38.6
373.15 7799.4 475 38.4
473.15 7764.9 495 36.9
573.15 7736.2 545 36.4
673.15 7702.5 615 36.6
773.15 7669.1 705 36.1
873.15 7636.5 800 33.8
973.15 7605.3 970 31.9
1073.15 7629.5 765 30.3
1173.15 7582.4 730 30.5
1273.15 7541.0 800 34.3

a

Location of residual
stress extraction

600

MPa

St
re

ss
 

0

-300

-600

b

Fig. 12  Location of residual stress extraction (a) and the correspond-
ing simulated and experimental depth profile generated by a cut with 
an undeformed chip thickness of h = 210 μm (b)
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and the extracted depth profiles generated by an orthogonal 
cut with h = 210 μm are depicted in Fig. 12. Similar to the 
corresponding experiment, tensile stress was present in the 
material near the surface. The maximum averaged value of 
�II = 161.3MPa was smaller by approx. �II = 239MPa com-
pared to the measurement. The decrease of the simulated ten-
sile stress value at the machined surface was due to the spatial 
resolution of the workpiece model in the Eulerian domain. 
Accordingly, elements along the cut surface consisted not 
entirely of material and, therefore, leading to reduced stress 
values. The tensile stresses transitioned into a compressive 
state between a depth of 20 μm < z < 30 μm . The maximum 
compressive stress value of �II = −252MPa was reached at 
a depth of z = 70 μm , which resembled the measured value 
of �II = −257.5MPa at a depth of z = 49 μm closely. The 
calculated compressive layer was propagated in higher depths 
compared to the measured stress profile. A decrease of the 
compressive stresses towards the bulk material was not as 
distinct as in the measurement leading to the presence of 
compressive stresses in depths z > 100 μm . Nonetheless, the 
FE model provided comparable conditions since the mate-
rial machined by the consecutive cut displayed a tensile and 
compressive layer as in the experiments. In particular, the 
maximum compressive residual stress value was reproduced 
accurately, while the tensile residual stresses near the surface 
were underestimated. A comparison between the computed 
process force components F′

c
 and F′

n
 in cutting and normal 

direction (parallel to the x- and z-direction, respectively) of 
the consecutive, second cut ( h = 70 μm ) and an equivalent 

reference process with no preexisting stress state present 
are depicted in Fig. 13b. The cutting force in the reference 
cut ( F�

c,ref
= 4.5N ) was about 8% higher than in the con-

secutive cut ( F�
c,con

= 4.17N ), in which a decrease due to 
process-related alterations such as residual stress occurred. 
This decrease was significantly smaller than observed in the 
experiments (see Fig. 5). A reduction of the forces in normal 
direction did not occur, but rather a slight increase, which 
is not in accordance with the experimental results. A com-
parison of the experimental and simulated process forces 
in general shows deviations, especially in the normal force, 
which, in addition to the parameterization of the models, can 
for that matter also be attributed to a nonlinear correlation of 
the process forces on such different scales.

A sufficiently accurate prediction of force variations due 
to the effect of material history and process-related residual 
stresses as an important subsurface characteristic could not 
be achieved. A reason for this may be the absence of a mate-
rial damage model, which could have a significant effect on 
subsurface alterations and, therefore, on the calculated forces 
in subsequent cuts. Furthermore, detailed investigations are 
required to analyze the influence of, e. g., different unde-
formed chip thicknesses and cutting velocities on the simu-
lated residual stress formation taking, for instance, the resid-
ual stress perpendicular to the cutting direction into account.

5  Conclusion and outlook

Orthogonal cutting strategies were conducted in AISI 
4140 to analyze the influence of preceding cuts and their 
undeformed chip thickness on subsequent cuts. Therefore, 
the process forces and the residual stress depth profile of 
the corresponding samples were measured. The presented 
results indicate a significant influence of subsurface altera-
tions generated by preceding orthogonal cutting operations 
causing a decrease of the process forces in the subsequent 
cut. In this regard, an increase of the chip thickness resulted 
in larger compressive stress values and layers as well as 
enhanced decreases of the process forces in subsequent cuts. 
In order to analyze a potential influence of microstructural 
subsurface alterations due to process-related plastic defor-
mations on this effect, SE micrographs and EBSD measure-
ments werde conducted. The resulting SEM pictures and IPF 
maps showed no indications of severe plastic deformation 
due to the cut such as elongated or distorted grains, except 
for a layer of z ≈ 5 μm at the surface consisting of refined 
grains. Nanoindentations of the cut samples quantifying the 
hardness of the material exhibited no systematic increase 
towards the cut surface due to strain hardening effects. Based 
on these results, a significant contribution of process-related 
residual stress as an important subsurface characteristic on 
the decrease of process forces can be derived.
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Fig. 13  Simulation of the consecutive cut (a), the resulting average 
forces for a consecutive cut ( h = 70 μm ) and an equivalent reference 
cut with no preexisting stress state (b), based on the respective calcu-
lated process forces (c)



882 Production Engineering (2021) 15:873–883

1 3

Therefore, considering the history of the cut material can 
be beneficial for the evaluation of process forces. The devel-
opment of a corresponding force model based on the results 
presented will be a subject of future work. In this regard, 
the use of a numerical simulation modeling process-related 
residual stress and the decrease of process forces due to sub-
surface alterations is essential. Thus, a numerical model was 
set up using the CEL method as a modeling approach. The 
workpiece material was characterized by conducting tensile 
tests and SHPB experiments in order to parameterize the 
material model. In addition, the temperature dependency of 
essential material properties was determined. The calculated 
maximum compressive stress value of the model presented 
was similar to the measurement conducted after a cut with 
an undeformed chip thickness of h = 210 μm . As seen in 
the experiments, tensile stresses were present near the sur-
face, which transitioned into a compressive stress layer. The 
model tends to underestimate tensile stresses and overesti-
mate the depth of the compressive layer compared to the 
measurements. A process-related decrease of the forces in 
the process subsequent to a cut with h = 210 μm occurred 
only in cutting direction on a smaller scale than in the exper-
iments. Further investigations are necessary to develop a 
model suitable for analyzing the effect of material history 
and to understand the mechanical correlation to this effect.
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